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Ridge geometry effect on the behavior
of elastohydrodynamic lubrication
of point contact problem

A numerical solution is presented to investigate the influence of the geometry and
the amplitude of the transverse ridge on the characteristics of elastohydrodynamic
lubrication for point contact problem under steady state condition. Several shapes
of ridges with different amplitudes are used in the stationary case, such as flat-
top ridge, cosine wave ridge and sharp ridge of triangular shape. Results of film
thickness and pressure distributions of the aforementioned ridge feature are presented
at different locations through an elastohydrodynamically lubricated contact zone for
different amplitude of the ridge. Simulations were performed using the Newton-
Raphson iteration technique to solve the Reynolds equation. The numerical results
reveal that, to predict optimum solution for lubricated contact problem with artificial
surface roughness, the geometrical characteristics of the ridge should have profiles with
smooth transitions such as those of a cosine wave shape with relatively low amplitude
to reduce pressure spike and therefore cause the reduction in the film thickness. The
position of the location of the ridge across the contact zone and the amplitude of the
ridge play an important role in the formation of lubricant film thickness and therefore
determine the pressure distribution through the contact zone.

Nomenclature

A Amplitude
Radius of Hertzian contact region

ol

Reduced modulus of elasticity

G* Materials’ parameter, G* = E'«a
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h Lubricant film thickness

H Dimensionless film thickness, H = hR/ b?

Hy Dimensionless central oil film thickness

K Elliptical ratio

~

Dimensionless side leakage boundary distance
m Dimensionless inlet distance
ny, ny  Number of computational grid nodes

)4 Hydrodynamic contact pressure

P Dimensionless hydrodynamic contact pressure, P = p/Pyer
Pyer Maximum Hertzian contact pressure

R Reduced radius of counterformal contact

u Speed of entraining motion, u = (us + ug)/2

U* Speed (or rolling viscosity) parameter, U* = uno/E’R?

w Normal applied contact load
w* Load parameter, W* = w/E 'R?
X,Y Dimensionless co-ordinates, X = x/b, Y = y/b

Xd Position of the located ridge

Z Viscosity-pressure index

a Pressure of viscosity coefficient

0 Total elastic deformation

g, Constants used in Eq. (3)

n Lubricant dynamic viscosity

no Atmospheric lubricant dynamic viscosity
n Dimensionless lubricant viscosity, 7 = 1/n9
A Dimensionless wavelength

e Lubricant density

P Dimensionless lubricant density, p = p/po
Q Under-relaxation factor

Superscripts

i, J Contravariant influence coefficient indices
n Iteration index

Subscripts

k, 1 Covariant influence coeflicient indices

1. Introduction

The surface roughness represents an important issue concerned with many
tribological problems for several decades. Roughness features in elasohydrody-
namically lubricated contacts substantially affect minimum film thickness, pres-
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sure distribution and thus have a great influence on friction, wear and fatigue
life. Thanks to the improvements in computer technology, research in the field of
elastohydrodynamic lubrication has gradually shifted from the steady-state smooth
surface problem to more complex geometries, i.e., taking into account the effect of
surface features such as dents, bumps and waviness (see Gohar and Rahnejat [1]).

Two types of approaches for rough surface of elastohydrodynamic lubrication
have been used. The first approach is the stochastic method, as shown by many
researchers, such as Patir and Cheng [2], Epstein et al. [3], Wang et al. [4] and
Masjedi and Khonsari [5]. The other approach is the deterministic method (see for
example, Hu and Zhu [6], Jacod et al. [7], Yang et al. [8] and Wang et al. [9]).
Surface features can be incorporated into numerical models by assuming real or
artificial surface features. While real roughness is difficult to model numerically,
works dealing with artificial roughness are more widespread.

Venner and Lubrecht [10] investigated the influence of a transverse ridge on
the film thickness and pressure profile in a circular elastohydrodynamic lubrication
contact under rolling/sliding conditions for different location of the ridge through
the contact zone using multilevel Full Approximation Scheme to obtain fast con-
vergence of the solution. Holmes et al. [11] presented an analysis for point contact
elastohydrodynamic lubrication problems using coupled elastic and hydrodynamic
equations with the use of a novel differential deflection formulation. Venner and
Lubrecht [10] and Holmes et al. [11] modulated the transverse ridge as a cosine
wave added to one of the smooth contacting bodies. They showed that, when the
ridge is completely deformed, i.e., flattened in the center of the contact and only
near the edge of the contact, it affects the film thickness profile. The flattening is
accompanied by a maximum pressure increase over the ridge in the center of the
contact. Felix-Quinonez et al. [12, 13] studied both experimentally and numeri-
cally lubricant film thickness fluctuations introduced by a single flat-top transverse
ridge passing through an elastohydrodynamically lubricated contact under pure
rolling conditions. They found that the ridge geometry affects the formation of
film thickness perturbations in the high-pressure region of the contact. Kaneta et
al. [14], Krupka et al. [15] and Feng Wang et al. [16] used optical interferometry
technique to study the transient effects of transversely-oriented moving ridges hav-
ing different heights on point contact elastohydrodynamic lubricated films. They
found that the ridge affects local film profiles depending on the velocity of the
rough surface relative to that of the smooth surface. Ficza et al. [17] presented
a numerical solution using multigrid method to solve the Reynolds equation for
an isothermal elastohydrodynamic point contact with a single transverse flat-top
ridge on one of the surfaces for Newtonian and non-Newtonian fluid based on
Ree-Eyring model. Their results show the film thickness and pressure distributions
for passage of the ridge through the contact zone. Their results conform well to ex-
perimental observations of Sperka [18]. Ali et al. [19] presented experimental and
numerical investigations to study the effects of transverse limited micro-grooves on
the behavior of film thickness and friction in elastohydrodynamic point contacts.
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They showed that transverse shallow micro-grooves enhance significantly the film
thickness of elastohydrodynamic lubrication contacts under thin film and starved
conditions.

Recently, Sperka et al. [20] and Kostal et al. [21] presented extended and
simple version of amplitude attenuation model for prediction of roughness effects
on film thickness variations for several indentation shapes including rectangular,
rounded bottom and triangular. From these simulations, they found that an optimal
indentation profile should have smooth shape with appropriate width and depth.
The deformed shape of the rectangular indentation has the sharpest spikes. Their
numerical results agree well with their experimental work. Hultqvist et al. [22]
investigated numerically the behavior of the transient event of surface feature pass-
ing through a thermal elastohydrodynamic line contact operating under different
sliding conditions. They found that sliding influences the temperature rise in the
contact significantly, especially in the vicinity of the asperity, and the local temper-
ature rise mainly influences the film thickness during exiting of inlet perturbations
and the asperity.

Therefore, nowadays, there is a great tendency of applying surface textures
to study their effect through the lubricated contact problem. In this paper, the
author investigated behavior of elastohydrodynamic lubrication of point contact
problem for different geometry and amplitude of single ridge located at different
position through lubricated contact zone in order to get an optimum shape of the
ridge. Comparisons between the current numerical solutions and other published
numerical results were made. Different geometrical characteristics of the ridge,
including flat-top, cosine wave and sharp ridge of triangle shape are studied in this
paper for different amplitude of the ridge. To deal with this problem, a numerical
solution using Newton-Raphson technique with Gauss-Seidel iteration method to
solve the Reynolds equation was developed for elastohydrodynamic lubrication of
point contact problems.

2. Background theory

The two-dimensional Reynolds equation for a general non-Newtonian fluid
can be written in a dimensionless form as:

o (pH3aP) 1 0 (pH3aP)

p
2 I 2 (P20 2 0% (o, 1
ox \ 7 ox) T 2ar \ 7 ar) " ‘ax PR M

where the following dimensionless variables apply:

Zov=2 =1, p=£,
b b 10 PO
hR p _1214770R2
A T bPhe
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The dimensionless film thickness equation can be given as:

(X —m)? . K2(Y - 1)? . R5(X,Y)
2 2 b2

H(X,Y)=Hp+ + S(X,Y), 2)
where ¢ — the total elastic deformation of the contiguous bodies in contact is given
as shown by Gohar and Rahnejat [1], Al-Samieh and Rahnejat [23] and Al-Samieh
[24, 25]. The last term (S(X, Y)) in film thickness equation (2) is used to represent
the geometry of the surface roughness.

The variation of density with pressure is defined by Dowson and Higginson
[26] as:

PP
p=1+ e (3)
1 4+ {PPyer

where the constants € and ¢ depend on the type of lubricant.

The relation of viscosity with pressure is given by Roelands [27] as:

77 = exp [Inno +9.67] [(1 +5.1-10°PPye) - 1J :

where:
10

Z= .
5.1-107° [Inng + 9.67]

The Reynolds’ equation can be solved using Newton-Raphson technique in the
following numerical form:

4)

—_
S

ny— x_l

1 AP = ~Fyj, (5)
=2 k=2

where, the Jacobian matrix is a tensorial quantity, given in terms of the residual
derivatives as:

Ji,j _ ‘9Fi,j
k,l aPk,l’

F; j is aresidual term and is explained in detail in [23-25].
Using the Gauss-Seidel iteration method, one can write Eq. (5) as:

S n _ ghJ n—-1 _ gbJj N n+1
E’J Jk—l,lAPk—l,l Jk+1,lAPk+1,l Jk,l—lAPk,l—l Jk,l+lAPk,l+l

AP}, = — ©6)
k.1 ij
T
The pressure can be updated using under-relaxation factor according to:
-1
Pl_”‘j = Pi”‘j + QAP{L]., @)

where Q is under-relaxation factor and its value equal 0.01.
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The criterion for the pressure convergence is:

[Zizj' (P = P15

<1073, 8
N (8

The criterion for the load balance convergence is given as:

UfP(X,Y)dXdY— én

where, M and N are the total nodal points in both the X and Y directions.

<1074, )

3. Results and discussion

To validate the current numerical solution for surface features conditions of a
single ridge located at different position through the contact zone, a comparison
have been made with the numerical results published by Venner and Lubrecht [10]
and Holmes et al. [11] for the case where a transverse single ridge is located at
different position through the contact zone. They modulated the single ridge as a
cosine wave given with the formula:

X-xgq

_1o] X=xa X —
S=A.10 10[ %5 ](005271 ﬂxd), (10)

where A is the amplitude, A is the wavelength of the ridge and x4 is the position
where the ridge is located through the contact zone. The parameters chosen by
Venner and Lubrecht [10] and Holmes et al. [11] are A = 0.2 pum and 4 = 129 um.
The pattern of the aforementioned ridge is shown in Fig. 1.
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Fig. 1. Pattern of the ridge used by Venner and Lubrecht [10] and Holmes et al. [11]
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The materials, lubricant and operating conditions are summarized in Table 1
for the numerical work reported by Venner and Lubrecht [10].

Geometry, material, lubricant properties and operating conditions il
Viscosity 19 1.22 Pas Radius of ball Ry 0.0127 m
e s
& 5.83x 10710 Pa Load w 38N
& 1.68 x 10~ Pa Speed u 0.01075 m/s

The data presented in Fig. 2 show the current numerical prediction of film thick-
ness profile and pressure distribution in the direction of entraining motion through
the central film when the ridge is located at different positions of x4 = 0, —0.5b
and +0.5b through the contact zone for the pure rolling condition corresponding
to the ridge located at the center of the contact, at the inlet of the contact and
at the outlet of the contact, respectively, while those presented in Fig. 3 are the
results obtained by numerical solution by Venner and Lubrecht [10] and Holmes
et al. [11]. It is clear that the current numerical results presented in Fig. 2 con-
form well to those presented by numerical work of Venner and Lubrecht [10] and
Holmes et al. [11]. It can be observed that the ridge completely flattens in the
center of the contact (see Figs 2a and 3a) and only near the edge of the contact
it affects the film thickness profile (see Figs 2b, 2c¢ and 3b, 3c). In fact, the film
thickness in the central region in Fig. 2a is uniform and its value, which is obtained
from the current numerical results, is about 0.152 wm, while that obtained from
Venner and Lubrecht [10] results is about 0.15 um (the error being about 1%).
This flattening in film thickness in this region is followed by an increase in the
pressure over the ridge in the center of the contact. According to Figs 2b and 3b,
where the ridge is located at the inlet of the contact at a distance of x; = —0.5b,
the value of the film thickness in this region in the center of contact, obtained
from the current numerical results, is about 0.147 um. As can be noticed, the
film thickness in this region in the center of the contact decreases in comparison
to that shown in Figs 2a and 3a. The physical explanation for this reduction in
film thickness is attributed to the restriction on the lubricant flow into the contact
due to the ridge existing at the inlet. The same behavior was observed also by
Holmes et al. [11].

Fig. 4 shows the film thickness and pressure profile in the central line of
the contact along the rolling direction obtained numerically for different amplitude
values of the cosine-wave ridge ranging from 0.1 um to 0.5 wm for the ridge located
at different positions through the contact zone of x4 = 0, —0.5b and +0.5b under
the same operating condition as mentioned before. It is clear that, as the amplitude
of the ridge increases from 0.1 um to 0.5 um, the maximum pressure over the ridge
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Fig. 2. Film profile and pressure for current numerical results at different ridge position
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Fig. 3. Film profile and pressure after Holmes et al. [11] at different ridge position
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Fig. 4. Film profile (black lines) and pressure (red lines) for different amplitudes of cosine wave ridge
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increases (see Figs 4a, 4b and 4c. The film thickness profile through the contact
zone, which forms corresponding to the ridge location at the inlet of the contact
(i.e., at x4 = —0.5D), slightly decreases (see Fig. 4b). When the ridge is located
at the center of the contact zone (i.e., at x4 = 0), the film thickness profile in the
central region is uniform (see Fig. 4a). This feature is attributed to the completely
deformed shape of the ridge profile.

The next step in this research is to study the behavior of steady-state elas-
tohydrodynamic lubrication problems with artificial surface feature for different
geometrical characteristics of the ridge patterns. In this case, a pattern of flat-top
ridge and a sharp ridge pattern of triangular shape located at different position
through the contact zone is considered through the following analysis to show the
effects of variation of geometric characteristics of the ridge as well as the amplitude
of the ridge on pressure and film profile. Fig. 5 shows the different ridge patterns
used in the current analysis. Fig. 5a represents the flat-top pattern and Fig. 5b
represents the sharp triangular ridge pattern.

Surface roughness
Surface roughnes

X X

(a) Flat-top ridge pattern (b) Triangle ridge pattern
Fig. 5. Ridge pattern

The data presented in Fig. 6 show the numerical prediction of the film thick-
ness and pressure profile in the central line of contact along the rolling direction
for a flat-top ridge shape located at different positions through an elastohydro-
dynamically lubricated contact of x; = 0, —0.5b, +0.5b, corresponding to the
location at the center of the contact, at the inlet of the contact and at the outlet
of the contact, respectively, for operating conditions the same as used previously.
The amplitude of the ridge used in the analysis varied from 0.1 um to 0.5 um. It
is clear that the variation of ridge amplitude from 0.1 pm to 0.5 pm causes that
the amplitude of the pressure fluctuation over the ridge is more pronounced for
a different ridge position. The locations of the ridge at the center of the contact
and at the outlet of the contact have no effect on the central film thickness. In
this case, the value of the film thickness in this region is about 0.15 um for all
values of amplitude variations, see Figs 6a and 6¢c. When the ridge is located at
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Fig. 6. Film profile (black lines) and pressure (red lines) for flat-top ridge at different position
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the inlet of the contact, the film thickness value is about 0.15 um for ridge ampli-
tude of 0.1 um and this value decreases to about 0.12 um as the ridge amplitude
increases to about 0.5 um, see Fig. 6b. The explanation of the reduction of the
film thickness when the ridge is located at the inlet of the contact is attributed
to the restricted flow of the lubricant into the contact and this reduction in the
amount of the lubricant flow increases as the amplitude increases. The result is
the reduction in the film thickness in the central region. This analysis was sup-
ported by the results of other researchers, e.g., Venner and Lubrecht [10] and
Holmes et al. [11].

Fig. 7 shows the numerical prediction of the film thickness and pressure profile
in the central line of contact along the rolling direction for a sharp ridge of triangular
shape located at different position through the elastohydrodynamically lubricated
contact zone. The locations of the ridge are at x4 = 0, —0.5b, 0.5b, for operating
conditions the same as previously used. The amplitude of the ridge used in the
analysis varied from 0.1 um to 0.5 pum. It is clear that the amplitude of the pressure
fluctuation over the ridge becomes greater as the amplitude of ridge increases for
different positions of the ridge through the contact zone. The film thickness value
in the center of the contact for a ridge positioned at the center of the contact
and at the outlet of the contact is approximately 0.15 um, see Figs 7a and 7c for
different amplitude values. When the ridge is located at the inlet of the contact, the
film thickness is about 0.15 um for a ridge amplitude of 0.1 um and as the ridge
amplitude increases to 0.5 um, the film thickness value in the center of the contact
decreases to about 0.14 pum.

Finally, Fig. 8 shows a comparison of the film thickness with pressure profile
in the central line of contact along the rolling direction obtained numerically for
different ridge shapes, including cosine wave, flat-top and sharp triangular ridge
pattern, located at different positions through the contact zone. Fig. 9 shows such
a comparison for different types of ridge geometry used in the current analy-
sis. The ridge amplitude is fixed at 0.5 um to show the effect of changing ridge
geometry on film thickness profile and pressure distribution. It is clear that the
spike on pressure profile for the flat-top and the triangular shape is more pro-
nounced in comparison to the cosine-wave ridge shape for different locations of
the ridge (at the center of the contact or at the inlet of the contact or at the out-
let of the contact). Finally, there appears the reduction in the film thickness as
a result of formation of a dent in the film thickness. The film thickness profile
presented in Fig. 8b shows that the film thickness in the center region for the
flat-top ridge is reduced in comparison to that of the triangular ridge shape or
the cosine ridge shape. The film thickness in this region is about 0.12 um for the
flat-top ridge, 0.14 um for the triangular ridge shape and 0.15 wm for the cosine
ridge shape. This effect can be attributed to the large amount of lubricant that
is restricted to flow inside the contact zone because of the shape of the flat-top
ridge.
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Fig. 7. Film profile (black lines) and pressure (red lines) for triangle ridge at different position
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Fig. 9. Comparison of different ridge shape

4. Conclusions

The influence of geometric characteristics of the ridge, location of the ridge
through the contact zone and the amplitude of the ridge on the elastohydrodynamic
lubrication of point contact problem has been investigated in this paper. To study
this behavior, a numerical solution using surfaces with artificial roughness with
different ridge geometry and amplitude located at different position through elasto-
hydrodynamic lubrication contacts has been developed to obtain the film thickness
and the pressure distribution. The geometry of a single transverse ridge across the
contact zone was simulated and the Newton-Raphson technique with Gauss-Seidel
iteration method was used to solve the Reynolds equation. The results showed that
one should select the geometrical characteristics of the ridge which have profiles
with smooth transitions with an appropriate amplitude to reduce the pressure spike
and, therefore, to minimize wear, friction and to increase fatigue life. The location
of the ridge with respect to the contact zone, as well as the amplitude of the ridge,
play an important role in the formation of lubricant film thickness profile and the
pressure distribution through the contact zone. Finally, the obtained numerical re-
sults have been compared with other published numerical results and show a good
agreement.

Manuscript received by Editorial Board, May 30, 2020;
final version, November 21, 2020.
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