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DAMAGE DIAGNOSTICS OF TURBINE BLADES

The paper presents the most frequently encountered types and mechanism of
damage of turbines’ flow elements. The methods used nowadays for diagnosis of the
damage are presented. A new possibility of localisation of damaged areas of turbine
blades based upon the analysis of isotherm layout is proposed.

1. Introduction

In mid eighties of the XX™ century, a serious breakdown of a power-
generating block in the Sankt Petersburg power plant took place. The
after-effects were severe i.e. fire and damage of some parts of electrical
cabling installation of the energy generator and in consequences huge
financial losses. The breakdown occurred after 32000 hours of work and after
4000 hours since the latest technical inspection. This breakdown, whose
effects were so important, was caused by the damage and breakage of the
blades of the first stage row of blades of a low-pressure turbine. Further
consequences of this event were as follows: intensive overload and plastic
deformation of the turbine shaft and then a destruction of the whole block.

In the end of the year 2000, a failure of one fan engine of a jumbo jet
Boeing 737 caused that the flight could not be continued. Fortunately, the
plane landed safely and the damaged engine was carefully investigated. The
research proved that the edges of blades of the high-pressure turbine were
damaged. This failure caused an overload and in consequence — damage of
blades in all four stages of low-pressure turbine.
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The number of similar breakdowns and failures in the means of mass
public transport is probably essentially greater and, even if not in every case
the recognition of the direct causes of the damage have been possible to
detect, it can be claimed — with high probability — that they were caused by
nucleation and accumulation of damage in turbines’ flow systems.

Technical inspection has an essential influence on the service period of
machines and appliances. The frequency and the range of inspections are
established in every case upon the knowledge of service conditions and the
design of a particular machine or system. Based upon this knowledge, during
the inspection, the level of wear of the investigated parts is assessed by means
of different diagnostic techniques. The prognosis of further safe life of the
analysed part or subsystem depends on the effectiveness of these inves-
tigations and quality of the obtained outcomes. Early detection and
localisation of material failures of machine parts is the key factor for their
further usage, and in many case it makes it possible to avoid serious failures
and catastrophes as well as probable costs and people tragedies. The most
crucial factor is reliable work of turbines that are the basic part of energy
generation subsystems and jet engines.

The causes of occurrence of damage of some parts of machines can be
different, but in every case these causes depend on the service conditions.
Duty conditions of compressors as well as gas and steam turbines can be
recognised as extremely hard. Therefore, in flow elements of these systems,
more frequently than somewhere else, nucleation and accumulation of
material defects can take place. Modern investigations of the damage of
elements of gas turbines proved that the damage of elements of turbine flow
subsystems are the reason of more than half of all turbines breakdowns.
Furthermore, the percentage of blade damage is equal to approximately 30%.
These phenomena cause that the frequent and detailed periodical inspection
of the elements mentioned above should be performed in a possibly most
simple and most rapid manner and, at the same time, as effectively as
possible.

2. Work conditions of turbine blades

Due to the purpose that should be accomplished by the blades in the
turbine, the blades can be named as impeller blades and stator blades.

Impeller blades, called the working blades, constitute the basic subsystem
of the turbine. Owing to them, kinetic energy of the medium is transferred into
mechanical energy. The working blades are divided into two typesi.e.: active
and reactive. On the blades of active stages of the turbine, the pressure of the
medium is not changed, therefore the velocity of the medium at the outlet in
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comparison to the inlet, what explains establishing the constant cross-section
between the blades. In the passages of reactive blades, expansion and an
increase of velocity of the medium take place, what is achieved due to
diminishing of the area of the passage cross-section.

The main load of impeller blades is the centrifugal force of rotating
masses which causes tension and torsion of the blades, bending and torsion
moments generated by the medium flowing across the inter-blades passages,
bending moments generated by the centrifugal force in the case when the line
crossing the gravity centres of lateral blade cross-sections is not collinear with
the radius line. The stator blades are bent due to the flow of the medium.
Furthermore, the loads of blades are subjected to periodical changes, what
causes the vibrations of the blades, and therefore additional torsion and
bending take place [6].

Heat load has also an essential influence on the work of impeller and stator
blades. The existence of these mechanical factors and high temperatures
causes that the materials of high mechanical and thermal strength should be
used to produce the blades.

3. Causes of damage of turbine blades

Within the service period of turbine usage, taking into consideration the
turbine’s fatigue life, one can single out two characteristic states i.e. — stable
state — when the turbine works under constant load and — unstable state
— associated with start-up, changes of the power and stopping. In both cases,
a step-by-step degradation of the material of the turbine elements exists
especially in all rotating elements. The causes of occurrence of damage of
turbine blades can be different and can result from complex service conditions
as well as design and technological mistakes, service mistakes or an impact of
unexpected external factors.

Vibrations are the main and direct causes of damage of the turbine blades.
Vibrations of the blades are the source of the destroying damage process
giving characteristic low-grain-type fracture. Sharp endings of the blade
edges are the places where the greatest stresses occur in the case of bending.
Most frequently, the fatigue fractures begin in these areas. Other sources of
fatigue fracture can be e.g. material imperfections, scratch or indentation of
material of the blade. Other causes, which can destroy the blade, are excessive
centrifugal forces appearing due to overloads — they can cause deformation
and tearing of the blades with characteristic — high-grain-type fracture.
Fig.1depicts the damaged blades of the first stage of the low-pressure turbine
of turbo propeller motor caused by rapid overload due to damage of blades of
high-pressure section of the turbine [1].
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Fig. 1. Damage of the turbine blades of low-pressure section (by [1])

An essential factor causing blade damage is also the influence of very high
temperatures, what is described as the phenomenon of thermal fatigue of the
material.

4. Types of damage

The processes, which are most frequently mentioned when the wear
process of turbine blades is considered, are as follows: fatigue, low-cycle
fatigue, creeping and vibro-creeping, changes of the structure of material,
brittle cracking, corrosion and erosion [6]. These processes cause defor-
mation, decrement of material, different micro- and macro-cracks in the
turbine and compressors parts. The resulting damage processes are responsib-
le for the breakdowns of the whole systems.

4.1. Fatigue

The cause of fatigue failures is usually the phenomenon of resonance
between proper vibrations and forced vibrations. Despite the fact that the
contemporary calculation methods of determination of proper-vibrations
are associated with adequate laboratory experiments, the obtained outcomes
can still be disturbed, and the occurrence of resonance is possible. In the
case when the resonance vibrations take place, the stresses in a blade
increase rapidly, what can cause breakage of the blade, and the fatigue
fracture is characteristic in this case. The fatigue fracture front passes to
the consecutive weak places of the material, the so-called rest lines that are
presented in Fig. 2.
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Fig. 2. Microscope photo of the fatigue fracture in the high-pressure turbine blade (by [1])

In Fig. 2, propagation of fatigue crack through the material of the blade
can be clearly seen [1]. During vibrations, the opening and closing of the
crack take place; these phenomena are simultaneous with crushing of the
fracture planes. The increase of the number of vibrations leads to wear
phenomenon which, in turn, causes that low-grain structure is obtained
moreover, the smoother the surface, the longer the degradation process.

Appearing of forced vibrations of working blades can be caused
by the impact of the stator blades on the medium. The presence of
stator blades causes changes of pressure and velocity of the medium
along the circumference and in consequence non-homogenous loading
of the impeller blades. The changes of loading of the impeller blades
occur with the frequency equal to the product of two quantities: revolutions
per second and number of impeller blades.

Periodicity of the forces acting on the impeller blades can also be the
result of the existence of the technological deviations of dimensions of the
impeller blades. Taking into account the variability of the flow rate of the
medium in particular vents and the variability of velocity and pressure of the
gas by the outlet of the vents, one can state that even small deviation of
dimensions of the stator blade can cause vibration of working blades and in
consequence nucleating of crack (Fig. 3).
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Fig. 3. Radial crack in the concave part of the high-pressure turbine blade (see [1])

Fatigue damage of blades can also arise in the result of an improper choice
of the blade profile, what can cause the existence of the stress concentration
zones. Other common causes of blades’ failures are assembly errors, which
cause diminishing of proper vibration frequencies of the blades, what
facilitating as the resonance phenomenon.

Fatigue failure of working blades can originate in the places where blade-
connecting wires are soldered — due to their local overheating. Overheating
of solders or welds on a blade, and then its hardening due to air
cooling, is usually the cause of occurrence of micro-cracks and propagation
of fatigue crack.

Improper performance of maintenance works can sometimes be the cause
of fatigue breakdown. In the figures underneath, the blades’ failures are
presented. Those were caused due to accumulation of thermal and mechanical
fatigue damage originated in the zone of repair weld made on the blade,
because the alloy used there was of slightly less strength than that of the
material of the blade [1].

The factors, that accelerate the occurrence of fatigue failures, can be also
corrosion or erosion processes, in consequence of which a loss of the material
arises resulting in the occurrence of stress concentrators in notches on the
edges of inlet blades.
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Fig. 4. The failures of the blade which have originated in the repair weld zone

4.2. Thermal fatigue

The essential phenomenon that occurs in turbine elements is the so-called
thermal fatigue, which is present even in the case of low-frequency load
changes i.e. in the case low-cycle changes. The problem of thermal fatigue
strength is of a different kind than mechanical fatigue strength, because the
nature of thermal stress effect is different, than mechanical stresses.
Exceeding the yield point due to stress generated by mechanical loadings can
cause relatively fast failure of material. However, the same material can hold
numerous repetitions of thermal stresses — which essentially exceed the yield
point. The result of the investigations performed by K. Wellinger [7] and
R. Zuchowski [8], [9] was the conclusion that, if the sum of total elongations
caused by mechanical loadings and relative elongations equivalent to the
thermal loadings is lower than two times elongation relevant to the yield
point, then the material shows quasi-elastic behaviour and withstands
numerous changes of loading. Relative strains can be defined as the strains
that could arise as the result of total or partial limitation of thermal
elongations. If total elongations exceed the value relevant to the yield point,
then the changes of loadings cause repeating plastic deformations, which
means that fatigue failures of the material take place. Repeating thermal
deformations, whose effect is that the mentioned elongation limit is
over-crossed, bring out the following phenomena: cracks on the surface of the
blades and characteristic groove-type cuts, of round edges mainly in the zones
of the highest tension stresses.



76 JERZY MADE]

‘The photos inserted hereunder illustrate the size and the range of the
failures caused by thermal fatigue in the turbine blades of the high-pressure
section. These failures were the cause of the passenger jet engine damage [1]
— quoted at the beginning of this paper.

Fig. 6. Microscope image of the region of cracks caused by thermal fatigue (by [1])
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Fig. 6 presents a microscope image of the cross-section of one of the
damaged blades. The area denoted in the figure by capital letter A shows the
region where the cracks caused by thermal fatigue arise, and the arrows show
the predominant direction of crack propagation.

4.3. Creeping and vibro-creeping

Machine parts, especially turbine systems, which work at high tem-
peratures, are subjected to the creeping process, in which stable or permanent
deformations arise and increase due to constant loading conditions. In the case
of steel, creep occurs particularly evidently at the temperatures exceeding
300°C; at lower temperatures deformations of creep (as comparably low) are
neglected in the design calculations. Working blades and impeller turbine disks
of the first sections are particularly subjected to the creep processes. The creep
of material influences the technical state of the mentioned turbine parts, and
determines their service life measured by the admissible time of duty. The
changes of dimensions of the parts result from the creep of material, and after
some time of service it leads to the failure of the material. Permanent
deformations of a particular part and the time of service until the moment of
failure depend on the amount of loading and temperature. In practice, there are
many cases when, due to the creep of the material, deformations of turbine parts
are so high that their further work is impossible. One example, worth noticing,
is as follows: the constructional clearances diminish, but their existence
eliminates the hazard of seizing and assures safe usage. Changes of dimensions
of turbine blades due to the creep can cause the seizing and a breakdown of the
whole system.

Other example of negative influence of the creep process can be
diminishing of load capacity of the interference joint of the impeller disk and
the shaft due to an increasing of the inner diameter of the disk as the result of the
creeping.

The creeping process can be accelerated not only by an influence of high
temperature but also by the periodical changes of loading. In the case of high
frequency of forced vibrations, the material yield point diminishes and the
consequence is rapid increase of creeping. This phenomenon was confirmed by
A.Jakowluk [2]. The loaded turbine parts, dispossessed of freedom of
elongation, are subjected to the relaxation phenomenon i.e. diminishing of initial
stresses due to changing of some deformations from elastic to plastic ones.

4.4. Brittle fracture

During the service of turbines, one sometimes observes arising of sudden
fracture of thick-wall elements (mainly impellers). Brittle fracture arises

































