ARCHIVES OF METALLURGY

Volume 45 2000 Issue 4

STANISEAW DYMEK * MAREK DOLLAR **, MIROSELAW WROBEL *,
MAREK BLICHARSKI*

MICROSTRUCTURE AND MECHANICAL BEHAVIOUR OF A PRECIPITATION HARDENED
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MIKROSTRUKTURA I WEASNOSCI MECHANICZNE UMACNIANEGO WYDZIELENIAMI
STOPU Ni-25% ciez. Mo—8% cigz. Cr

The paper gives a broad characteristic of a nickel-based superalloy containing
25wt.% Mo and 8wt.% Cr with particular attention to morphology of the metastable,
dispersed Ni, (Mo,Cr) phase. The influence of different variants of heat treatment on the
microstructure and mechanical properties was investigated. The applied heat treatments
comparised soaking at temperature range 1065°C to 1095 followed by conventional aging at
650°C for 24 to 72 hours and intermediate heat treatment at 760°C to 980°C preceded the
aging at 650°C. The conventional aging leads to the formation of lenticular precipitates of
the dispersed Ni, (Mo,Cr) phase. The intermediate heat treatment influenced the size of the
ordered precipitates and thus mechanical properties of the alloy. The largest precipitates
were produced when the aging at 650°C was preceded by annealing at 760°C, the
precipitates size decreased with the increase of intermediate heat treatment temperature
bringing about the decrease of the yield strength.

The influence of prolonged aging at 650°C on the microstructure and properties was
investigated. The aging for 4000 hours did not cause the decomposition of the metastable
Ni, (Mo, Cr) phase. The plastic deformation preceded the aging accelerated the decomposi-
tion of this phase on the mixture of the Ni;Mo and Ni,Mo-based phases.

It was shown that at relatively small deformation the presence of the ordered phase
changes the mechanism of deformation from dislocation glide to the mechanical twinning.
The development of microstructure and crystallographic texture during deformation do not
depend substantially on the precipitates size. The deformation microstructure as well as
texture was typical for the fc.c. metals with low stacking fault energy.

The influence of temperature, strain rate and environment on mechanical properties
was investigated. It was shown that the long-term exposure at 650°C led to the increase of
the precipitates size and strength. The dramatic drop in 650°C dictility was observed upon
testing in air. The good dictility in vacuum was preserved.
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W pracy dokonano kompleksowej charakterystyki nadstopu niklu zawierajacego 25%
Mo oraz 8% Cr (% masowy) z uwzglednieniem morfologii, umacniajacej ten stop
dyspersyjnej metastabilnej fazy Ni, (Mo, Cr). Przebadano wptyw na strukture i wlasciwosci
mechaniczne réznych wariantow obrobki cieplnej, polegajacej na przesycaniu w wodzie
z temperatur od 1065 do 1095°C z konwencjonalnym starzeniem w temperaturze 650°C
przez 24 do 72 godziny oraz poprzedzajacym starzenie wyzarzaniem w temperaturach
760-980°C (obrobka posrednia). Stwierdzono, ze konwencjonalne starzenie prowadzi do
utworzenia soczewkowych wydzielen fazy Ni,(Mo,Cr) o wielkosci okolo 10-20 nm.
Obrobka posrednia wpltywa na wielkos¢ wydzielen fazy Ni, (Mo,Cr) i na wlasnosci
mechaniczne stopu. Najwigksze wydzielenia otrzymano po wyzarzaniu w 760°C; ze
wzrostem temperatury wielkos¢ wydzielen malala powodujac zmniejszenie granicy plas-
tyczno$ci stopu.

Przebadano wplyw dlugotrwalego starzenia w temperaturze 650°C na strukturg
i wlasnosci. Starzenie przez 4000 godzin nie powodowato rozkladu fazy Ni, (Mo,Cr).
Odksztalcenie plastyczne przed starzeniem znacznie przyspieszalo rozktad tej fazy na
mieszaning faz typu NizMo i Ni,Mo.

Stwierdzono, ze przy stosunkowo niewielkich odksztalceniach obecnos¢ wydzielen fazy
Ni, (Mo,Cr) zmienia mechanizm odksztalcenia plastycznego z poslizgu na mechaniczne
blizniakowanie. Rozwoj struktury i tekstury krystalograficznej podczas odksztalcenia nie
zalezy istotnie od wielkosci wydzielen i jest typowym dla metali o strukturze Al i malej
energii bledu ulozenia.

Przebadano wplyw temperatury, szybkosci odksztalcenia i atmosfery na wiasnosci
mechaniczne wyznaczane w probie rozciagania. Stwierdzono, ze dlugotrwale wyzarzanie
przy 650°C prowadzito do wzrostu wielkosci wydzielen powodujac wzrost wytrzymatosci
zaro6wno przy temperaturze pokojowej jak 1 650°C. Wzrostowi wytrzymatosci towarzyszyt
spadek plastycznosci, szczegoélnie silny w temperaturze 650°C. Znaczny spadek plas-
tycznosci przy temperaturze 650°C byt spowodowany oddzialywaniem atmosfery.

1. Introduction

Utilization of a long range order as a primary mechanism for providing enhanced
elevated temperature strength in commercial wrought nickel-based alloys is a rela-
tively recent development. The development of the significant long range order in
nickel-chromium-molybdenum alloys following long exposure at intermediate tem-
peratures, with an attendant increase in elevated temperature strength, has been
a well known phenomenon for some time. It is only in the last 10 years, however,
that compositions in the nickel-chromium-molybdenum system have been identified
which allow the strengthening associated with the formation of these long range
domains to be achieved with commercially viable aging times.

HAYNES ®242™ alloy is one of such material. Since its commercial introduction
in the early 1990’s, 242 alloy has been selected for a variety of gas turbine engine
component applications, many of which are made from forged or rolled rings. From
the onset of production-scale reforge billet and ring manufacturing, the alloy has
exhibited a marked sensitivity of its property response to a seemingly small degree of
normal thermomechanical processing variability. This has been particularly the case
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for elevated temperature tensile properties, for which extremes of high strength/low
ductility and high ductility/low strength have been observed. Also, its behavior after
long-term exposure at typical service temperatures has not been investigated in
a systematic way yet.

In the present work, efforts have been made to characterize comprehensively the
nature of long range ordering and secondary phase reactions in an attempt to
provide the fundamental understanding of structure/properties interactions in this
unique alloy. In particular, an emphasis was put on the influence of pre-aging
modifications of heat treatment on ordering reaction, and linkage of the structural
observations back directly to the observed mechanical property effects. Another
purpose was to examine the influence of the ordered phase on microstructure and
texture developing upon deformation (cold rolling) and vice versa the influence of the
deformation microstructure on precipitation of new phases. Also, our goal was to
examine the microstructure stability during long-term exposure (4000 hours) at
typical sevice temperature (close to 650°C) and how such long-term exposure
influences mechanical properties and deformation microstructures.

2. Influence of chemistry and heat treatment on microstructure

Chemistry. The challenge in the development of 242 alloy was twofold: to obtain
a stable long-range ordered (LRO) phase, with a relatively high order to disorder
transformation temperature, which did not degenerate into any detrimental phases,
and to accelerate the kinetics of long range ordering transformation. These objectives
were achieved by determinig the critical ranges of nickel, molybdenum and
chromium as well as other minor elements. However, in certain proportions,
molybdenum promotes long-range ordering reactions which result in the formation
of phases detrimental to ductility, e.g., Ni;Mo and Ni;Mo as in the Hastelloy alloy
B. Also, molybdenum and chromium, in certain proportions, promote the formation
of the p and ¢ phases which also embrittle the alloy. Therefore, it was important to
achieve a balance between molybdenum and chromium. The chemical composition
of 25 wt.% molybdenum and 8 wt.% chromium, with nickel as a base circumvented
these problems. The alloy contains also some impurities as carbon (up to 0.01 wt.%),
iron (up to 1 wt.%), manganese (up to 0.5 wt.%), silicon (up to 0.4 wt.%), aluminum
(up to 0.2 wt.%) and boron (about 0.003 wt.%).

Conventional aging. In the standard (conventional) heat treatment, 242 alloy is
annealed at temperatures 1065°C to 1095°C and then water quenched. The aging
treatment is carried out at 650°C for 24 to 72 hours in order to develop the
long-range-order strengthening.

The effect of aging cannot be discerned by optical metallography, however, TEM
investigation reveals the rapid formation of very small long range ordered domains
with the Ni,Mo (with Cr as a solute element) stoichiometry, very similar to those
which have previously been observed to form in nominally Ni-16 wt.% Cr—16 wt.%
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Mo-type alloys following hundreds of hours of aging [1]. The domains exhibit
a lenticular shape, similar to that of y” particles in 718 alloy [2], with a typical initial
long axis dimension of about 10—20 nm (Fig. 1a). Selected area diffraction (SAD)
patterns taken from specimens containing the ordered phase exhibit extra reflections
in addition to the f.c.c. reflections (Fig. 1b). The extra reflections appear at every
1/,<220> and '/, <420> reciprocal lattice vectors. Some extra spots on the SAD
patterns were streaked along <210> directions. The SAD patterns confirm that the
ordered domains constitute the Ni,Mo phase. The crystallography of this phase was
described by Dasand Thomas[3]and alsoby Kumar and Vasudevan
[4, 5]. The atomic arrangement has been found to be isomorphous with the ordered

Fig. la. Typical Dark Field image of the ordered particles, (b) corresponding SAD pattern. (A relatively
large objective aperture used in the dark field procedure allowed all four reflections from the ordered
phase to contribute to the image of four, out of six possible, sets of the particles’ orientations)
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Pt,Mo with the body-centered orthorombic unit cell. The relationships between the
disordered fc.c. lattice and the orthorombic Ni,Mo lattice are: [100], ||[110];...
[010], || [T10];ce, [001],][[001]¢,.. This structure can be described by the stacking of
atoms on either {420} or {220} planes where every third plane contains all Mo atoms
and Ni atoms in between. Thus the reciprocal lattice of the ordered structure can be
constructed from the original f.c.c. lattice, where the superlattice reflections appear at
every '/3<220> or !/,<420> reciprocal lattice vectors. This gives rise to six
orientation variants of the Ni,Mo corresponding to six variants of {220} planes
because of the two-fold degeneracy associated with stacking on {420} planes.

The ordered precipitates after conventional aging are too small to produce their
own peaks on the X-ray spectra (despite their relatively large volume fraction), but
they broaden the matrix peaks indicating the presence of coherency strains due to
ordering (compare Figs. 2a and 2b).
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Fig. 2. X-ray spectra of selected samples: a) annealed material, b) conventionally heat treated material
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The investigation of ordering kinetics has shown that the aging temperature as
well as aging times affect the size and shape of the ordered precipitates. At
temperatures above 500°C, the precipitates coarsen slowly and their length increases
when the time of aging increases. Loss of long range order (and strengthening)
appears to take place about 760°C, although domains have been observed to persist
at slightly higher temperatures for a short exposure time. Instead, short-
-range-ordering, manifested on SAD patterns by strong diffuse intensity maxima at
positions (1, !/,, 0), replaces long-range-ordering reaction.

In addition, the simultaneous effect of the amount of deformation and the
annealing temperature (at constant time of 24 hours) on hardness was established for
the as-annealed material. The results are collected in table 1. It appears that the
hardness peak shifts toward lower temperatures when the amount of pre-aging
deformation increases. This shows that the deformation accelerates the ordering
reaction.

TABLE 1

Hardness of the as-annealed material deformed and subsequently annealed for 24 hours at various
temperatures (HV10)

°C 0% 20% 40% 60% 80%
20 227 388 436 483 510
500 209 396 490 566 647
550 203 442 554 607 681
600 271 479 580 625 706
625 297 531 595 602 684
650 383 464 538 566 658
675 328 427 500 542 554
700 257 393 463 478 495
750 203 334 370 355 380

Maximum hardness is shown in bold.

long-term aging. The long-term aging for 4000 hours at 650°C produces an
order of magnitude larger precipi:ates (above 200 nm in length and about 40 nm in
diameter) comparing to precipitates after conventional aging (Fig. 3). The large size
of the ordered domains enabled chemical composition evaluation to be carry out by
the XEDS. Such evaluation was performed on very thin areas close to the edge of the
examined thin foil. The results are shown in table 2.

The molybdenum content in an ordered domain was about 35 wt.% while that in
the matrix only 25%. Surprisingly, the chromium content did not differ notably
between matrix and the ordered domains. The molybdenum content of 35 wt.%



399

Fig. 3. Dark field image of the ordered domains after aging at 650°C for 4000 h

TABLE 2
Results of the XEDS analysis *
Matrix Ordered Domain
Element
weight % atomic % weight % atomic %

CrK 8 11 8 10

NiK 67 i 57 66

MoL 25 16 35 24

* The amount of elements totals 100% (standardless technique)

(24 at.%) and the nickel content of 57 wt.% (66 at. %) suggest that Cr atoms
substitute Mo atoms in the Ni,Mo compound, so the stoichiometry of the ordered
phase may be approximated by the Ni,(Mo,Cr).

Phase stability. As far as the stability of the ordered Ni, (Mo,Cr) is concerned,
the Ni,Mo phase in the binary Ni-Mo system is a metastable one [6, 7] while the
Ni,Cr phase in the binary Ni-Cr system is the stable one [8]. Thus, one can
speculate that Cr stabilizes the Ni, (Mo,Cr) phase, however this phase does not
appear on ternary Ni-Mo—Cr system diagrams [9, 10]. In order to investigate the
stability of the ordered phase, the material (unaged, conventionally aged at 650°C/24
h and long-term aged at 650°C/4000 h) was cold rolled to 70 and 80% reduction
followed by aging at 550°C and 650°C for 1000 hours. The plastic deformation in this
case was believed to hasten the precipitation of equilibrium phases. The results
unambiguously showed a tremendous change in microstructure with a new,
needle-shaped, phase (phases) as a dominant feature. The X-ray spectra showed
additional peaks corresponding to the Ni;Mo and Ni,;Mo-type phases (Fig. 4).
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Fig. 4. X-ray spectrum of the sample aged for 4000 hours, cold rolled to 70% reduction and anncaled at
650°C for 1000 hours; peaks from the NiyMo phase are marked by arrows

The amount of the new phases depended strongly on the pre-deformation condition.
The typical microstructures observed in SEM utilizing the contrast from backscattered
electrons are shown in Fig. 5. The least amount of the Ni;Mo-type phase was found in
unaged samples annealed at 550°C. It appeared only in the former shear bands.
On the other hand, the sample aged for 4000 hours before deformation contained the
largest amount of this phase — almost entire structure contained needle or plate-like
precipitates. Samples aged for 24 hours and deformed to 80% reduction contained less
amount of this phase. It is characteristic that the new phases originated mainly in
areas of highly localized deformation, i.e. within shear bands. In the regions with
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Fig. 5. SEM backscattered image of the microstructure of the conventionally aged then cold rolled sample
to 80% reduction and subsequently annealed at 650°C for 1000 hours
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uniform dislocation structure the new phases did not nucleate. The TEM in-
vestigation revealed that the Ni,Mo-type phase contained large number of
microtwins and stacking faults (Fig. 6). The molybdenum content in the new
phases, established by the XEDS analysis (in TEM), varied within broad limits
which cover compositions corresponding to the both Niy,Mo and Ni;Mo phases.
Tne SAD patterns confirmed that the new phases are of the Ni;Mo and Ni;Mo type.
The results of this experiment allow us to formulate a conclusion that the
Ni, (Mo, Cr) phase is metastable and after very long annealing times transforms to
the mixture of Niy(Mo,Cr) and Ni;(Mo,Cr) phases.

L

Fig. 6. TEM image of new phases in deformed and annealed for 1000 hours sample

Intermediate heat treatment. As was mentioned in the introduction, the 242
alloy is very sensitive to the thermomechanical processing conditions. In order to
investigate this problem, the alloy (solution treated and quenched) was subjected to
an intermediate heat treatment (IHT) before the final aging. The IHT comprised
annealing for 4 hours at 760°C, 815°C, 870°C, 925°C and 980°C temperatures. The
final aging at 650°C was conducted for 72 hours. This intermediate annealing
showed, surprisingly enough, that the average particle size * depends strongly on the
temperature of the intermediate heat treatment.

The aging of the intermediate heat treated samples produces larger precipitates
than conventional aging. The largest domains were found after IHT at 760°C.
The increase in IHT temperature makes the domain size to decrease. At
temperature 980°C, the domains’ size is almost the same as in the alloy not

* The average particle size was measured on dark field images. As a measure of the ordered particles’
size the arithmetic mean of average lengths of precipitates’ shorter and longer axes was used. To reduce
errors, all measurements were carried out on the dark field images taken in the same reflection — '/
[3T1], when the zone axis was [112].
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subjected to the intermediate heat treatment (Fig. 7). It is believed that the short
range ordering (SRO) developed during IHT is the reason of the variation in the
ordered domain size.
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Fig. 7. Dependence of the ordered particles’ size and the yield strength of the alloy on the IHT
temperatures

In addition to the long range ordered domains, precipitation of other particles
took place during IHTs. Two types of particles were observed: (1) round particles
with no preferential nucleation sites, found both at grain boundaries and in grain
interiors; (2) nearly continuous, or elongated and fragmented particles at grain
boundaries. Continuous and/or elongated particles at grain boundaries are shown in
Fig. 8. The amount and morphology, but not composition and crystallography of
particles, change with the IHT temperature. Their morphology changes from nearly

Fig. 8. Typical precipitates on a grain boundary in a sample subjected to the intermediate heat treatment

























































